Micro Deval Testing                                                                                                                                October 18, 2004


	Mix Design
	
	Aggregate Size
	Pit
	Date
	Test result

	A
	Design
	¾”
	U
	06-22-2004
	8%

	A
	Design
	½”
	U
	06-22-2004
	10%

	A
	Design
	Crusher Fines
	U
	06-22-2004
	12%

	A
	Design
	Combined
	U
	06-22-2004
	9%

	A
	Construction
	Combined
	U
	08-19-2004
	8.1%

	A
	Construction
	Combined
	U
	08-19-2004
	9.2%

	A
	Construction
	Combined
	U
	08-26-2004
	8.6%

	A
	Construction
	Combined
	U
	09-14-2004
	8.4%

	A
	Construction
	Combined
	U
	09-20-2004
	8.0%

	A
	Construction
	Combined
	U
	09-21-2004
	8.9%

	A
	Construction
	Combined
	U
	09-22-2004
	8.0%

	4” & 6” overlay

	
	
	
	
	
	

	B
	Design
	¾”
	V
	04-09-2004
	15.3%

	B
	Design
	Granite Sand
	V
	04-09-2004
	11.6%

	B
	Design
	Combined
	V
	04-09-2004
	15.8%

	B
	Design
	Combined
	V
	04-09-2004
	16.8%

	B
	Design
	Combined
	V
	04-09-2004
	17.0%

	B
	Construction
	Combined
	V
	07-12-2004
	15.6%

	B
	Construction
	Combined
	V
	07-21-2004
	15.7%

	B
	Construction
	Combined
	V
	07-28-2004
	15.0%

	B
	Construction
	Combined
	V
	07-28-2004
	14.5%

	B
	Construction
	Combined
	V
	07-28-2004
	15.3%

	3” mill & fill

	
	
	
	
	
	

	C1
	Design
	5/8”
	W1
	03/23/2004
	4.4%

	C1
	Design
	3/8”
	W1
	03/23/2004
	5.8%

	C1
	Design
	Crusher Fines
	W1
	03/23/2004
	6.8%

	C1
	Design
	Natural Fines
	W1
	03/23/2004
	4.7%

	C1
	Design
	Combined
	W1
	03/23/2004
	5.3%

	C1
	Construction
	
	W1
	06-28-2004
	6.0%

	C2
	Design
	5/8”
	W2
	05-24-2004
	6.8%

	C2
	Design
	¼”
	W2
	05-24-2004
	8.6%

	C2
	Design
	Combined
	W2
	05-24-2004
	N/A

	C2
	Construction
	Combined
	W2
	07-21-2004
	5.5%

	C3
	Design
	5/8”
	W3
	04-13-2004
	7.1%

	C3
	Design
	Crusher Fines
	W3
	04-13-2004
	11.1%

	C3
	Design
	Clean Crusher Fines
	W3
	04-13-2004
	11.1%

	C3
	Design
	Combined
	W3
	04-13-2004
	6.4%

	C3
	Construction
	Combined
	W3
	08-05-2004
	6.7%

	C3
	Construction
	Combined
	W3
	08-09-2004
	6.3%

	C3
	Construction
	Combined
	W3
	08-13-2004
	6.6%

	C3
	Construction
	Combined
	W3
	08-23-2004
	6.8%

	C3
	Construction
	Combined
	W3
	08-26-2004
	6.6%

	C3
	Construction
	Combined
	W3
	09-20-2004
	6.0%

	C3
	Construction
	Combined
	W3
	09-20-2004
	5.9%

	C3
	Construction
	Combined
	W3
	09-20-2004
	6.5%

	2” overlay

	
	
	
	
	
	

	
	
	
	
	
	

	Mix Design
	
	Aggregate Size
	Pit
	Date
	Test result

	D
	Design
	¾”
	X
	07-30-2004
	15.0%

	D
	Design
	Combined
	X
	07-30-2004
	15.8%

	D
	Construction
	Combined
	X
	09-14-2004
	15.3%

	D
	Construction
	Combined
	X
	09-20-2004
	15.9%

	D
	Construction
	Combined
	X
	09-21-2004
	14.4%

	2” & 4” overlay

	
	
	
	
	
	

	E1
	Design
	57/67
	Y
	04-12-2004
	9%

	E1
	Design
	Crusher Fines
	Y
	04-12-2004
	13%

	E1
	Design
	Combined
	Y
	04-12-2004
	9.2%

	E2
	Design
	57/67
	Y
	12-18-2003
	9%

	E2
	Design
	Crusher Fines
	Y
	12-18-2003
	13%

	E2
	Design
	Combined
	Y
	12-18-2003
	9.6%

	E3
	Design
	½”
	Y
	05-24-2004
	10%

	E3
	Design
	Crusher Fines
	Y
	05-24-2004
	13%

	E3
	Design
	Combined
	Y
	05-24-2004
	14%

	E4
	Design
	57/67
	Y
	05-11-2004
	9%

	E4
	Design
	½”
	Y
	05-11-2004
	10%

	E4
	Design
	Combined
	Y
	05-11-2004
	10.6%

	E5
	Design
	½”
	Y
	05-07-2004
	10%

	E5
	Design
	Crusher Fines
	Y
	05-07-2004
	13%

	E5
	Design
	Combined
	Y
	05-07-2004
	14%

	EX
	Construction
	Combined
	Y
	06-22-2004
	10.2%

	EX
	Construction
	Combined
	Y
	06-24-2004
	10.5%

	EX
	Construction
	Combined
	Y
	07-15-2004
	12.0%

	EX
	Construction
	Combined
	Y
	07-28-2004
	9.9%

	4” overlay & 8” widening

	
	
	
	
	
	

	F
	Design
	¾”
	Z
	03-08-2004
	14.2%

	F
	Design
	Combined
	Z
	03-08-2004
	15.2%

	F
	Construction
	Combined
	Z
	
	

	2.5” mill & fill


.


